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Abstract: In this study, ceramic-metal composite production and characterization have been made in order to increase
the service life of plotter tools used in soil industry. In the study Ni coated (36% AlN + 3% WC) powders were circularly
shaped in uniaxial hydraulic press. These samples were sintered at 1000-1100-1200-1300-1400 °C with argon
atmosphere in conventional furnaces. The highest hardness value of 112.9 Hv was obtained in the composite samples
(36%AlN + 3%WC) at 1400 °C. Powder metallurgy was applied to ceramic-metal composites by using box boring in dry
air atmosphere at 950 °C for 4 hours. The samples were characterized by mechanical and metallographic examination.
After box boronization, hardness values were measured, their densities were calculated, the current phases were
determined by X-ray diffraction (XRD) method and microstructures were examined by scanning electron microscopy
(SEM). The highest hardness value of 1150.80 Hv was sintered at 1400 ° C and 61% Ni was obtained in the box boron
composite sample (36% AlN + 3% WC). Better mechanical and metallographic results were obtained from the samples
by using box boring method. The porosity decreased in the microstructure examination of the sample. Considering the
advantages of non-electric Ni coating method in sintering, it can be said that improving mechanical properties is a good
method. Boronizing process was effective in reducing surface porosity and increasing surface hardness up to 10 times.
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INTRODUCTION
Nowadays, the rapid progress of technology and the
use of new materials in automotive, aerospace and
defense industry and industrial applications improve
the properties of the produced machinery and
equipment. In recent years, studies have been carried
out to improve the mechanical properties along with the
lightening of the materials. Plotter pens used in soil
industry are used as shaping and strength enhancer.
Composites play an important role in the production
of such materials.
With the introduction of modern technologies in the
soil industry, the need for new engineering materials is
rapidly increasing. It can be designed to have superior
properties in ceramic-metal matrix composites. A
number of studies have been carried out on ceramic
materials in the form of finely dispersed powder [1, 2].
Direct fabrication methods have been developed for the
production of high-strength ceramic materials [3-6].
In order to improve the mechanical and functional
properties of ceramic materials, ceramic matrix
composites with metal particles have been developed.
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It includes the wetting properties of metals and ceramic
materials as well as the magnetic, electrical and
chemical properties of ceramic-metal composites [711]. The electroless nickel plating process was used to
deposit the Ni-P layer on the surface of alumina
particles [12, 13]. The boron layer formed in the
produced samples is very resistant to abrasion
compared to the composite material and can be
preferred where abrasion resistance is required [14].
High technology materials produced with high specific
strength and hardness, high temperature performance
and better thermal and mechanical fatigue and creep
resistance are required [15]. Aluminum matrix
composites play a major role in the application of
advanced engineering materials [16-18].
In the production of ceramic metal composites,
electroless Ni coating management is advantageous in
sintering. The positive effect of abrasion resistance
after boring of AISI 316 stainless steel was investigated
and it was stated that a boride layer consisting of FeB
and Fe2B phases were obtained. At the end of the
study, the hardness and Ni3B, Ni4B3, Ni2B and NiB
phases of the samples were obtained [19]. The free
circulation of boron atom from heat from the Ekobor
source and reactions occurring during the diffusion of
boron element to the substrate material leads to the
formation of boride compounds [20]. Boronization is
recommended as a method of increasing oxidation
resistance [21].
© 2020 Scientific Array
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In this study, the plotter pencils used in soil industry
are changed periodically because they are short.
Ceramic-metal
composite
production
and
characterization has been carried out in order to reduce
the cost of production economically and increase the
service life of the plotter pens. Considering the results
of the study, it was proposed to be used in the sector.
MATERIALS AND METHODS
In this study; AlN and WC powders were used
without Ni coating. The coated powders were shaped in
a cylindrical mold under a pressure of 300 bar and
sintered in a conventional sintering furnace. X-ray and
SEM images were taken for characterization of the
samples.
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temperatures of 1000-1400 °C and composite was
produced by powder metallurgy. Composite samples
Boring experiment was carried out using box boring
method for 4 hours at 950 °C. As a borer, a powder
mixture consisting of SiC, B4C and KBF4, whose
commercial name is Ekabor 2, was used after physical
and metallographic examinations. Ecrit powder was
used as oxide inhibitor. Composite samples (36% AlN
+ 3%WC) Ni, density (d = m / V) and hardness were
measured before and after boronizing. Boronized
specimens were used metallographically in LEO 1430
VP model Scanning electron microscopy and h Oxford
EDX analyzer microstructure studies.
EXPERIMENTAL FINDINGS
Density

In addition to WC, AlN, Ni phases, Ni3B, Ni4B3 and
Ni2B were determined as metallic phases. Study; WC
(99.8% purity and 10 µm size, Aldrich) and AlN (99%
purity and -325 mesh size, Aldrich) powders were
used. WC and AlN powders were subjected to Ni
coating process by using Electroless Ni coating
technique by using Hydrazin bath. Nickel chloride
hexahydrate
(NiCl2.6H2O)
hydrazine
hydrate
(N2H4.H2O) and 30 % vol. Ammonia were used in the
plating bath.
During the coating, the bath temperature was kept
constant at 90-95 °C and the pH was measured
between 9-10 with a Philips brand PW 9413 Ion-Activity
Meter. The coated powders were washed several times
with distilled water and alcohol and filtered off the
residues from the coating. The coated powders were
dried in an oven oven at 105 °C for 24 hours (Table 1).

After ceramic-metal composite samples produced
by powder metallurgy were sintered in argon
atmosphere at temperatures of 1000-1400 °C, density
of sintered samples was calculated according to
Archimedes principle. The samples were then
boronized by box boring at 950 °C for 4 hours.
Densities of boronized samples were calculated
according to Archimedes principle. Using these data,
the density-temperature change graph was plotted
(Figure 1).

Table 1: Nickel Coating Bath and Features
Chemicals

Conditions

%36 AlN powders

10.8g

%3 WC powders

0.9g

Nickel Clorid Hegzahidrat NiCI2.6H2O)

49.2g

Hidrazin Hidrat (N2H 4 .H 2O)

%20

Distile water

%80

Application Temperature(°C)

90-95°C

pH

9-10

Coated powders are shaped in cylindrical mold
under 300 bar pressure in uniaxial hydraulic press. The
shaped samples were sintered in a conventional
sintering furnace for one hour in Argon atmosphere at

Figure 1: 36% AlN + 3% WC) Graph of density-temperature
change of 61% Ni composite.

Microhardness
After the ceramic-metal composite samples
produced by powder metallurgy were sintered in argon
atmosphere at temperatures of 1000-1100-1200-13001400 °C, Vickers Hardness Measurement method was
used to determine the hardness changes of the
boronized composite samples. The measurements are
100 g from the surface to the matrix at 5 µm intervals.
made using wight. Micro hardness measurements were
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made at 10 different points and the mean values were
transferred to the graph. The microhardnesstemperature change graph was drawn using the
measured data (Figure 2).
SEM Analysis

Figure 2: 36% AlN + 3% WC) Graph of microhardnesstemperature change of 61% Ni composite.

It has been observed that composite samples
contain a smooth morphology structure. The thickness
of the boride layer was measured as 18-22 µm
according to its chemical composition. It is known that
temperature and time affect the thickness of the boride
layer. SEM images of the surface microstructures of
the samples boronized at 950 °C for 4 hours to the

Figure 3: SEM pictures of the composite (36% AlN- 3% WC) 61% Ni).
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Figure 4: a) X-ray analysis of the composite (36% AlN- 3% WC) 61% Ni 1000 °C). b) X-ray analysis of the boronized composite
(36% AlN- 3% WC) 61% Ni 1000 °C).

composites produced by powder metallurgy method
(36% AlN + 3% WC) 61% Ni are presented in Figure 3.

obtained. In addition to the ceramic-metal phases,
metallic borides, Ni3B, Ni4B3 and Ni2B were determined.

X-Ray Analysis

RESULTS AND DISCUSSION

As a result of XRD analysis applied after sintering,
the phases seen in Figure 4 were determined. (36%
AlN + 3% WC) 61% Ni 1000 °C composite phases
respectively WC, AlN ceramic phases as well as Ni
metallic phase were obtained. In addition to the
ceramic-metal phases, Ni3B and Ni2B, which are
metallic borides, were determined.

The ceramic-metal composite samples produced
were characterized after the box boring process and
the following results were obtained. The highest density
was obtained from the composites produced from
sintered (36% AlN + 3% W) 61% Ni powders in
conventional sintering furnace at 1400 °C. The highest
3
density values were calculated as 7.42g / cm before
3
boronizing and 14.85g / cm after boronizing at 1400
°C.

As the sintering temperature increased, grain
boundaries became apparent and surface open
porosity decreased. (36% AlN + 3% WC) 61% Ni 1400
°C composite X-ray analysis results, respectively, WC,
AlN ceramic phases as well as Ni metallic phase was

The highest micro hardness was measured at 1400
°C before boron 112.9 HV and after boron 1150.8 HV.
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Figure 5: a) X-ray analysis of the composite (36% AlN- 3% WC) 61% Ni 1400 °C). b) X-ray analysis of the boronized composite
(36% AlN- 3% WC) 61% Ni 1400 °C).

Ceramic-metal composites produced with electroless
plating nickel plating technique show better mechanical
properties besides sintering advantage.
It is less porous than the composites produced
without coating and is expected to increase corrosion
resistance. There is no need for electrical energy for
chemical nickel plating in ceramic-metal composite
production. This provides an efficient and cost effective
coating process. Production with powder metallurgy
does not require finishing. With electroless nickel
plating technique, the thickness of the coating and the
size of the coating volume provide flexibility in the
samples produced. The recesses and pits of the
particles to be coated can be easily filled.

Composites produced by conventional powder
metallurgy, such as post-production boronizing and so
on. The processes are advantageous in improving the
mechanical properties of the materials.
CONCLUSIONS
At the end of this study, the surface hardness of the
pencil pencils used in the soil industry was increased
by applying box boring. Application of boronizing
process brings additional cost to material production as
disadvantage. Hardness values of commercial plotter
pens used in the industry were measured in the range
of 700-750HV. With the increase of surface hardness,
the resistance of the exposed surfaces was increased
to 1150HV. It is thought that better results can be
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obtained at lower temperatures and in a shorter time if
the box boring process is applied to composite samples
in a microwave sintering furnace. As a result,
boronizing of samples produced by powder metallurgy
method, box boronizing method was performed. The
borid layer formed on the composite has smooth
surface morphology and Ni3B, Ni4B3 and Ni2B phases.
The layer thicknesses are uniformly distributed over the
sample surface. A hard borid layer has formed on the
surface of the boron composites, so it is possible to use
it in places that require high surface hardness. Borid
layer is an abrasion resistant structure compared to
composite material and can be preferred in places
where abrasion resistance is required.
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